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ESCORT SEAL CO., LTD.

Material No.

21-Jul-2024 to 30-Jul-2024

Sample Receiving Date

Sample Name

Test Report

Test Results Please refer to following pages.

As specified by client, to test Asbestos in the submitted sample.Test Requested

No.: ETR24704608　　　　Date: 01-Aug-2024

ESCORT SEAL CO., LTD.

NO. 22, BEIYUAN RD., ZHONGLI DIST., TAOYUAN CITY 32063, TAIWAN

The following sample(s) was/were submitted and identified by the applicant as:

N7001B

N6J01B

Testing Period

21-Jul-2024

Sample Submitted By

PIN CODE: 2B373945
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No.1 :

Result

No.1

- Negative

- Negative

- Negative

- Negative

- Negative

- Negative

1.

2.

Tremolite (CAS No.: 77536-68-6)

UnitMethodTest Item(s)

Test Part Description

Test Result(s)

Testing range of asbestos qualitative analysis is from less than 0.1% to 100%. The judgment

criterion: asbestos fibers being found is shown as "Positive"; asbestos fibers not being found is

shown as "Negative".

"-" = Not Regulated

BLACK RUBBER

Crocidolite (CAS No.: 12001-28-4)

Amosite (CAS No.: 12172-73-5)

Anthophyllite (CAS No.: 77536-67-5)

Chrysotile (CAS No.: 12001-29-5)

Actinolite (CAS No.: 77536-66-4)

Asbestos

With reference to EPA 600/R-93/116: 1993,

analysis was performed by Stereo

Microscope (SM), Dispersion Staining

Polarized Light Microscope (DS-PLM) and

X-ray Diffraction Spectrometer (XRD).

Note：
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#FLOW

Analysis flow chart for determination of Asbestos 

【Reference method: EPA 600/R-93/116】 

 

 

 

Sampling 

Transportation and Storage 

Preparation of primary analytical sample 

Containing Asbestos/Positive 

Asbestos identification by dispersion 
staining polarized light microscope 

(DS-PLM) 

Asbestos fiber is present Asbestos fiber is absent 

Not containing Asbestos/Negative 

Examination by stereomicroscope (SM) 

Asbestos identification by dispersion staining polarized light microscope (DS-PLM) 

Continue when problems are encountered with DS-PLM and/or for quality assurance 
purposes 

Interference matrix removal 

Asbestos identification by X-ray 
diffraction spectrometer (XRD) 

Data Data 
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#PIC

* The tested sample / part is marked by an arrow if it's shown on the photo. *

** End of Report **
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